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Company Name GUANGDONG FUCHEN PACKAGING PRODUCTS CO., LTD

shown on Report

Address FUCHEN TECHNOLOGY BUILDING, NO. 4, GUANGXIN STREET, GUANGQING

INDUSTRIAL PARK, GUANGQING SPECIAL ECONOMIC COOPERATION ZONE,
SHIJIAO TOWN, QINGCHENG DISTRICT, QINGYUAN CITY

The following sample(s) and sample information was/were submitted and identified by/on the behalf of

the applicant

Sample Name FEHKE 4K

Model No. ' 1000713790 45& (475 21076520) 10
1000713791 458 (475 21076520) 40
1000713774 455 (175 21076520) 20
1000713769 4X& (175 21076520) 30

Material 305G 7 Fha A4

Sample Received Date May 18, 2026

Testing Period May 18, 2026 to May 22, 2026

Test Conducted:

As requested by the applicant. For details refer to next page(s)

Date May 22, 2026
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Executive Summary:

TEST REQUEST CONCLUSION
(EU) 2025/40 Packaging and Packaging Waste Regulation

- Heavy metals (Pb, Cd, Hg & Cr(VI)) PASS

TARRAISFHRRRAXX For further details, please refer to the following page(s) ***#*#*isxkss
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(EU) 2025/40 Packaging and Packaging Waste Regulation
¥ Heavy metals (Pb, Cd, Hg & Cr(VI))
Test Method: IEC 62321-5:2013 & IEC 62321-4:2013+AMD1:2017 CSV & IEC 62321-7-2:2017;
Test Equipment: ICP-OES & UV-Vis
e — e (mg/kg) —r = : -
- Tested Item(s) B MDL (mg/kg) | Limit

2 i
M | N.D. 1 2 1 ,
F ercury (Hg) = I A s o b e o e < 100 mg/kg
 Hexavalent Chromium (Cr(VI)) =~ N.D. &

Remark:

- MDL = Method Detectien Limit

- N.D.=Not Detected (<MDL)

- mg/kg= ppm = parts per million

- According to the client's statement, the reasons for the multiple information in the "sample information” of
this report may include (but are not limited to): supplying to different buyers, being sold to different
countries or regions, former names, or mixtures of several substances.

Sample/Part Description
No. CTI Sample ID Description
1 001 Paper with multicolor printing




CTI £ 48

Report No.  A2260391566101001 Page 4 of 4

Statement:

%/

too

I~ Thisreport is considered invalid without approved signature, special seal and the seal on the perforation;

2. The Company Name shown on Report and Address, the sample(s) and sample information was/were provided by
the applicant who should be responsible for the authenticity which CTI hasn’t verified;

3. The result(s) shown in this report refer(s) only to the sample(s) tested;

4. Unless otherwise stated, the decision rule for conformity reporting is based on Binary Statement for

Simple Acceptance Rule (w=0) stated in ILAC-G8:09/2019 / CNAS-GL015:2022;

Without written approval of CTI, this report can’t be reproduced except in full;

6. In case of any discrepancy between the English version and Chinese version of the reports (if generated), the
Chinese version shall prevail.

e

*** End of Report ***
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Appendix

Client Reference Photo (Non-tested saniple)

Statement:

1. The Appendix Information was/were provided by the applicant who should be responsible for the
authenticity which CTI hasn’t verified.

2. The Appendix Information is/are the supplement(s) for the Report A2260391566101001.




