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WMERLAF IR 2 BRI R R A

Company Name ANO PRINTING MATERIALS CO., LTD.

shown on Report

Mo Hk TN T B X R 2689 5 2 544602

Address ROOM 602, NO. 2 BUILDING, NO. 89 HEFENG ROAD, HUANGPU DISTRICT,
GUANGZHOU, PR.C.

N |

DA U 2 R & B A5 B ol R I 2 1R AL A

The following sample(s) and sample information was/were submitted and identified by/on the behalf of the

applicant

B 2R KM IR S )

Sample Name Mixture of Waterbased Products

FEmm B Z MG SRR A

Color A mixture of inks of various colors

B U H 3 2026.04.22

Sample Received Date Apr. 22, 2026

Fof ke 00 H 397 2026.04.22-2026.04.27

Testing Period Apr. 22,2026 to Apr. 27, 2026

RUE -2 HRAE 2 R, X PTHRASHE S 4L (Pb), 58 (Cd), 7k (Hg), 754 (Cr(VI)), Z¥HEL :
(PBBs), %k (PBDEs), 4K HEAlK (DBP, BBP, DEHP, DIBP) #E£7illiX. G

Test Requested As specified by client, to test Lead (Pb), Cadmium (Cd), Mercury (Hg), Hexavalent
Chromium (Cr(V1)), Polybrominated Biphenyls (PBBs), Polybrominated Diphenyl Ethers
(PBDEs), Phthalates (DBP, BBP, DEHP, DIBP) in the submitted sample(s).

I8 /A 45 R HZ W T

Test Method/Test Result(s) Please refer to the following page(s).

Date

. _
f/f B 17 oM 2026.04.27

K 5

FARZH Technical Manager No. R411772063

TR BRYITH 5 2 DO 2B M AR A (X AR AR R

Shenzhen City, Guangdong Province, P.R. China
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% Conclusion

WL IR/ He4 sEm
Tested Sample According to standard/directive Result
FEATHE KK BHRoHS$8 4-2011/65/EU K& HAZIT$#54 (EU) E
Submitted Sample 2015/863
RoHS Directive 2011/65/EU with amendment (EU) PASS
2015/863

B R e R o L L L L L S S S 2 S S S S S S 2 2 S S o o o o o
A 2 A I 45 S5 2 BR BARoHS#64-2011/65/EU K FHABITF6 4 (EU) 2015/863E1R [ PR1E -
PASS means that the results shown on the report comply with the limits set by RoHS Directive 2011/65/EU with amendment (EU) 2015/863.

>
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e
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BIAKIE Test Method

TR T VIR WaREN ﬂ;ﬁﬁg

Test Item(s)

Test Method

Equipment(s)

Hexavalent Chromium (Cr(V1))

O
IEC 62321-7-2:2017 and/or determination of
Total Chromium by IEC 62321-5:2013

i IEC 62321-5:2013 ICP-OES
Lead (Pb)
4 IEC 62321-5:2013 ICP-OES
Cadmium (Cd)
xR IEC 62321-4:2013+AMD1:2017 CSV ICP-OES
Mercury (Hg)
N [EC 62321-7-2:2017H1/8KIEC 62321-5:2013 i UV-Vis/ICP-OES

Phthalates (DBP, BBP, DEHP, DIBP)

EZLNIES IEC 62321-12:2023 GC-MS
Polybrominated Biphenyls (PBBs)
Z IR KTk IEC 62321-12:2023 GC-MS
Polybrominated Diphenyl Ethers (PBDEs)
AR H R T IEC 62321-12:2023 GC-MS

S L]
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HMPLE R Test Result(s)

FIRBE Tested Item(s) #iR Result Ty ekt IR R
003 MDL Limit

#r Lead (Pb) N.D. 2 mg/kg 1000 mg/kg

% Cadmium (Cd) N.D. 2 mg/kg 100 mg/kg

7k Mercury (Hg) N.D. 2 mg/kg 1000 mg/kg

7% Hexavalent Chromium (Cr(V1)) N.D. 8 mg/kg 1000 mg/kg

PHRIE Tested Item(s) HiR Resut Jr iR H R
003 MDL Limit

ZIREXFE Polybrominated Biphenyls (PBBs)

—JRELZR Monobromobiphenyl N.D. 25 mg/kg

TRIER Dibromobiphenyl N.D. 25 mg/kg

= HELF Tribromobiphenyl N.D. 25 mg/kg

VUVRELZR Tetrabromobiphenyl N.D. 25 mg/kg

FLIIEEZE Pentabromobiphenyl N.D. 25 mg/kg 1000 mg/kg

JNIREEZR. Hexabromobiphenyl N.D. 25 mg/kg

LIREEZE Heptabromobiphenyl N.D. 25 mg/kg

JUBREEZE Octabromobiphenyl N.D. 25 mg/kg

JLIREXZR Nonabromobiphenyl N.D. 25 mg/kg

TRIEA Decabromobiphenyl N.D. 25 mg/kg

FRIE Tested Item(s) &R Result iR R R
003 MDL Limit

LR R Polybrominated Diphenyl Ethers (PBDES)

— R 2K Monobromodiphenyl ether N.D. 25 mg/kg

2K Dibromodiphenyl ether N.D. 25 mg/kg

=R KW Tribromodiphenyl ether N.D. 25 mg/kg

PUVR — 2Kk Tetrabromodiphenyl ether N.D. 25 mg/kg

TLIR 2k Pentabromodiphenyl ether N.D. 25 mg/kg 1000 mg/kg

NIRRT Hexabromodiphenyl ether N.D. 25 mg/kg

R — 2Kk Heptabromodiphenyl ether N.D. 25 mg/kg

J\IR 2K Octabromodiphenyl ether N.D. 25 mg/kg

JUB 2K l# Nonabromodiphenyl ether N.D. 25 mg/kg

+¥R] — 4% Decabromodiphenyl ether N.D. 25 mg/kg

Sl

Al
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ML R Test Result(s)
il ZiR Result AR H PR PR
bl Tested Item(s H A 15
WA & 003 MDL Limit
AR —FEREE Phthalates (DBP, BBP, DEHP, DIBP)
AR —HR — T ls Dibutyl phthalate (DBP) N.D. 50 mg/kg 1000 mg/kg
CAS#:84-74-2
AR IR T AR IR Butyl benzyl N.D. 50 mg/kg 1000 mg/kg
phthalate (BBP)
CAS#:85-68-7
LR B (2-2.3E) EliE N.D. 50 mg/kg 1000 mg/kg

Di-(2-ethylhexyl) phthalate (DEHP)
CAS#:117-81-7

Clri . aeD TS

AR —HR 5 T g Diisobutyl phthalate N.D. 50 mg/kg 1000 mg/kg
(DIBP)
CAS#:84-69-5
FE& /B AR Sample/Part Description
FEE CTTRERID ik
No. CTI Sample ID Description
1 003 MEAR (T

Black liquid(dry weight)

ik X TRIE, 8, REREHMETE.
—PRAE 5 225 105 °C Rt 2 /N FE R
-N.D. = ARt CNTI7Aa )
-mg/kg = ppm = H iz —
-1000 mg/kg = 0.1%
Remark: -The sample(s) had been dissolved totally tested for Lead, Cadmium, Mercury.
-The sample was tested after drying for 2 hours under 105<C.
-MDL = Method Detection Limit
-N.D. = Not Detected (<MDL)
-mg/kg = ppm = parts per million
-1000 mg/kg = 0.1%
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RKEFAE Test Process

1. #(Pb), #W(Cd), % (Cr)
Lead (Pb), Cadmium (Cd), Chromium (Cr)

TREFEM T HaH I izt ) o a4
Weigh sample and place it ::> Add di ft- ) ¢ ::> ) T I d
in a vessel 1gestion reagen Digest the sample
FH AR AVl 35/ 8
N Dry Ashing/ .
ICP-0OES S
H g RETAREE Allkali Fusion/ Residue g
" (: Make up with Acid Dissolution <:: .
Analyzed by L Filtrati
ICP-OES deionized water — iltration
Solution
2. 7k (Hg)
Mercury (Hg)
ARBLRE il 120 3% P TN AR 7 T AR
Weigh Sil:;p i;:::i place it — Add digestion reagent Digest the sample
FH /R R T
VLA PR = Bt
H ICP‘PES LB TKER Alkali Fusion/ Residue .
i <:| Make up with Acid Dissolution 1l ag
Analyzed by o Qtrati
ICP-OES deionized water — Filtration
Wit
Solution
3. 7k (Cr (VD))
Hexavalent Chromium (Cr(VI))
RERERTARRN . »
Weigh sample and place it — m ).\ i ﬁig L — TH 8
in a vessel Add digestion reagent Digest the sample
A I AR V82 VR pH 8 AH, i
K Adjust the pH value 7 —]
F— —
Add test solution of the solution Cool and filter
A REVE R pH {H .ﬂi%f%}ifhﬁ i UV-Vis 43 7
Adjust the pH value | A ]\«:Ia € up wi — Analyzed by UV-Vis
of the solution deionized water

N L 00dWT W S
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4. ZRBK (PBBs), ZIR_RWF(PBDEs), 4<FZ _F'ERFE (DBP, BBP, DEHP, DIBP)
Polybrominated Biphenyls (PBBs), Polybrominated Diphenyl Ethers (PBDEs), Phthalates (DBP, BBP, DEHP,

DIBP)

RS TEES FA AL IR R R B A BN
Weigh sample and place [ Extracted with ——  Transfer the extract into a
it in a thimble organic solvent volumetric flask

H GC-MS 4r# A HUE T E &
<
Analyzed by GC-MS Make up with organic solvent

AWV A YRRy 4
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Photo(s) of the sample(s)
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75 B Statement:

1 ARHRE TCHAE AR B & Rt i T 4 B o 3G
This report is considered invalid without approved signature, special seal and the seal on the perforation;

2. AR A F IR AL AR RSB IR A, HEE RO RS DT, CTIRM SEH L
The Company Name shown on Report and Address, the sample(s) and sample information was/were provided by the
applicant who should be responsible for the authenticity which CTI hasn’t verified;

3. AR AR 45 A0S 32 AL A T
The result(s) shown in this report refer(s) only to the sample(s) tested;

4. BAERA U, )5S BILAC-G8:09/2019 / CNAS-GL015:2022 1 F fif 5145252 (w=0) — Ju) i MU NIHEAT 745 & 1k 5
Unless otherwise stated, the decision rule for conformity reporting is based on Binary Statement for Simple Acceptance
Rule (w=0) stated in ILAC-G8:09/2019 / CNAS-GL015:2022;

5. RECTIF M AR, AEHMIEHIARE;

Without written approval of CTI, this report can’t be reproduced except in full;

6. WHRE PN ES N ER ZR, Bl O,

In case of any discrepancy between the English version and Chinese version of the reports (if generated), the
Chinese version shall prevail.

***;Hi 'ﬂ:l: élzlj: ;ﬁ***

*** End of report ***

A ORVA. . od



CTI E 0 48 S

Ff} 3 Appendix

& P 2:3(% B Client Reference Information

AF. AW, CLW. JC. JH. JL. WAC. WAD. WAF. WAH. WAL, WAP. WAR. WAS. WAT. WAX. WDP. WF. WFP. WFQ. WFS. WFT.
WEV, WG. WGE. WGF. WGS. WGT. WGV. WH. WHQ. WL. WLF. WLQ. WLS. WLT. WLV. WMF. WOF. WOS. WP. WPA. WPG.
WPV, WSF. WSG. WSS. WI. WIB. WUV. YC

75 B Statement:

L WSROV AEH SR, i RO U, CTIR RS S
The Appendix Information was/were provided by the applicant who should be responsible for the authenticity
which CTI hasn't verified.

2. P32 NA2260315067101003E 4R 75 [l #h 7E -
The Appendix Information is/are the supplement(s) for the Report A2260315067101003E.

"
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