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can not be reproduced except in full, without prior written permission of CCI. Any unauthorized alteration, forgery or falsification of the content or 
appearance of this report is unlawful, and any offenders may be prosecuted to the fullest extent of the law. 
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Applicant : Hangzhou Haohui Paper Products Co., Ltd.   

Address : 64 Wenxin Road, Fuchun Subdistrict, Fuyang District, Hangzhou City, Zhejiang Province 

(The following sample(s) was (were) submitted and identified by client as) 

Sample Name : White Chicken Skin Paper 

Model/Item No. : 35 grams, 40 grams, 52 grams 

Test Period : From Jul. 13, 2026 to Jul. 16, 2026 

Tests Conducted : As requested by the applicant, for details refer to attached page(s). 

Executive Summary: 

No. TESTED SAMPLES STANDARD / REQUIREMENT CONCLUSION 

1 
Tested material(s) of 

submitted sample(s) 

REGULATION (EU) 2025/40 OF THE EUROPEAN 

PARLIAMENT AND OF THE COUNCIL of 19 December 2024

on packaging and packaging waste

- The sum of the concentrations of Lead (Pb), Cadmium 

(Cd), Mercury (Hg) and Hexavalent Chromium (Cr (VI)) 

PASS 

Signed for and on behalf of 

Compliance Control Institute (Guangzhou) Co., Ltd. 

Approved by: 

Pascal SHI/Technical Director 
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TESTS CONDUCTED: 

1. The concentrations of Lead (Pb), Cadmium (Cd), Mercury (Hg), Hexavalent Chromium (Cr (VI)) 

Test Method: With reference to IEC62321-4:2013+A1:2017, IEC 62321-5:2013, IEC 62321-7-2:2017, by Inductively 

Coupled Plasma Optical Emission Spectroscopy (ICP-OES) & Ultraviolet-visible Spectrophotometer (UV-Vis) analysis. 

Test Item Unit RL Limit 
Test Result 

1 2 3 

Lead (Pb) mg/kg 5 / N.D. N.D. N.D. 

Cadmium (Cd) mg/kg 5 / N.D. N.D. N.D. 

Mercury (Hg) mg/kg 5 / N.D. N.D. N.D. 

Hexavalent Chromium (Cr (VI)) mg/kg 5 / N.D. N.D. N.D. 

Sum of (Pb+Cd+Hg+Cr (VI)) mg/kg / 100 N.D. N.D. N.D. 

Conclusion PASS PASS PASS 

 

Note:      

1. RL= Reporting Limit. 

2. mg/kg = Milligram per kilogram = ppm. 

3. N.D. = Not Detected (< RL). 

 

 

 

Test Material(s) List 

Material No. Description Location 

1 White paper 52g White Chicken Skin Paper 

2 White paper 40g White Chicken Skin Paper 

3 White paper 35g White Chicken Skin Paper 
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Photo Appendix 
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